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On May 22, 2019 Pinnacle Consultants (Pinnacle) conducted an asbestos inspection at the
referenced project address listed. The purpose of this inspection was to collect bulk samples of
materials which were suspected for containing asbestos prior to planned demolition. This
inspection was performed in accordance with generally accepted procedures outlined in the
Asbestos Hazard Emergency Response Act (AHERA). Please see the attached certificates and
licenses of the person(s) who conducted the asbestos inspection.

For this project a total of twenty-one (21) bulk samples were collected from twelve (12)
homogeneous areas. Laboratory analytical results indicate there are one (1) homogeneous areas
which were identified with asbestos content greater than one percent (>1%). Please see the
attached laboratory results, chain of custody and bulk sample data table for complete sample
location and description information.

The samples were randomly collected from homogeneous areas (HA's) according to the following
table:

Friable Surfacing Materials Thermal System Insulation
e <1,000sq.ft. - 3samples e 3 Samples
e 1,001-5,000sq.ft. - 5 samples e <éln.ft. Patch-1Sample
e >5000sq.ft.-7Samples

Miscellaneous and Non-Friable Materials
¢ Inamannersufficient to determine whether the material in
question contained asbestos.

Pinnacle performed the bulk sampling of suspect materials in accordance with generally accepted
industry procedures as outlined in the Asbestos Hazard Emergency Response Act (AHERA). Each
sample collected was placed into a clean, sealable container and labeled with a sample
identification number. This number was recorded onthe Bulk Sample Log Sheet and when possible
at the sample location to permit easy identification of the sampled material in the future.
Supplemental information was recorded on the Bulk Sample Log Sheet including the date of the
inspection, name of inspector, description and location of sample.

A Chain of Custody was completed and the samples were submitted to Pinnacle’s licensed and
NVLAP accredited laboratory for analysis (attached are the laboratory certifications and licenses).
The samples were analyzed by Polarized Light Microscopy (PLM) in accordance to method EPA-
600/R-93/116 with dispersion staining. Based upon this method qualitative identification of
Chrysotile, Amosite, Crocidolite, Anthophyllite, Tremolite, and Actinolite can be performed. The
method specifies the ashestos content be reported as a finite percentage within the range of zero
(0 %) to one hundred (100 %) percent.
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ASBESTOS FIBER ANALYSIS NVLAP LAB CODE 200718-0
Bulk Asbestos Analysis

Code Description

18/A01 EPA -- 40 CFR Appendix E to Subpart E of Part 763, Interim Method of the Determination of

Asbestos in Bulk Insulation Samples

18/A03 EPA 600/R-93/116: Method for the Determination of Asbestos in Bulk Building Materials

L
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DATE: May 22, 2019

nnacle

LOCATION: 215 WV Avenue

Dunbar WV
PROJECTNUMBER: 19PC-0138
BULK SAMPLE INVENTORY
Sample ! i s
Lab ID# ID# Sample Location Sample Description HA # Results

19B-06920 215-1 Entry Red 12x12 Floor Tile 1 NAD
19B-06921 215-2 On Wood Wall Texture NAD
19B-06922 215-3 On Wood Wall Texture NAD
19B-06923 215-4 On Wood Wall Texture 2 NAD
19B-06924 215-5 On Wood Wall Texture NAD
19B-06925 215-6 On Wood Wall Texture NAD
19B-06926 215-7 1st Floor Kitchen Red 12x12 Floor Tile 1 NAD
19B-06927 215-8 1st Floor Bath Green 12x12 Floor Tile 3 NAD
19B-06928 215-9 Ist Floor Living Drop Ceiling Tile 4 NAD
19B-06929a Ist Layer Flooring 5 NAD
198069295 A e el 2nd Layer Flooring 6 NAD
19B-06930 215-1 2nd Floor Kitchen Tan 12x12 Floor Tile 7 NAD
19B-06931 215-12 Wall Plaster NAD
19B-06932 215-13 Wall Plaster NAD
19B-06933 215-14 Wall Plaster 8 NAD
19B-06934 215-15 Wall Plaster NAD
19B-06935 215-16 Wall Plaster NAD
19B-06936 215-17 Outside Transite Siding 9 20% Chyrosotile
19B-06937 215-18 Window NAD
19B-06938 215-19 Window Window Glaze 10 NAD
19B-06939 215-20 Window NAD
19B-06940 215-21 Roof Roofing Shingle n NAD

NOTES:

ftgs = fittings

If = linear feet

sf=square feet

NAD = No Asbestos Detected

* = Quantities have been estimated for known or assumed ACM that was accessible during the site inspection.

Actual quantities may vary during demolition or renovation work that may expose additional materials.
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ASBESTOS IDENTIFICATION BY POLARIZED LIGHT MICROSCOPY ANALYSIS

Attn: Tina Burker

Pinnacle Consultants LLC

500B Prestige Park

Hurricane, WV 25526
RE: 215West Virginia Avenue, Dunbar, WV

CLIENTID #:

LABID #:

| 251 |

19B-06920 |

Client Project/PO#:
PCProject#:  19PC-0138
Received Date: 5/22/2019
Analysis Date: 5/23/2019
LOCATION: COLOR:

Texture/Description:  Solid/12x12 Floor Tile Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 3 % Fiber Glass: 0% Others: 0% Filler/Binder: 97%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 252 ][ 9B-0evzr | OnWood
Texture/Description:  Solid/Wall Texturing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2153 [ 19B-08922 | OnWood
Texture/Description:  Solid/Wall Texturing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-4 ][ 19B-06923 | On Wood
Texture/Description:  Solid/Wall Texturing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2555 |[ 19B-06924 | OnWood
Texture/Description:  Solid/Wall Texturing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2156 ][ 19B-06925 | OnWood
Texture/Description:  Solid/Wall Texturing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Fitler/Binder: 100%

NVLAP LAB CODE: 200718-0

WV LICENSE #: LT000612



RE: 215West Virginia Avenue, Dunbar, WV
CLIENTID #: LABID #: LOCATION: COLOR:
[ 257 |[ 198-06926 | Ist Floor Kitchen
Texture/Description:  Solid/12x12 Floor Tile Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 5% Fiber Glass: 0% Others: 0% Filler/Binder: 95%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 258 |[ 19B-06927 | Ist Floor Bath
Texture/Description:  Solid/12x12 Floor Tile Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-9 ][ 19B-06928 | st Floor Living
Texture/Description:  Solid/Drop Ceiling Tile Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 35% Fiber Glass: 0% Others: 0% Filler/Binder: 65%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2i5-0  |[ 19B-06929a | 2nd Floor Bath
Texture/Description:  Solid/Flooring Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filter/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 25c0 | 198-069296 | 2nd Floor Bath
Texture/Description:  Solid/Flooring Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0% Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 4% Filler/Binder: 96 %
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-n || 19B-06930 | 2nd Floor Kitchen Tan
Texture/Description:  Selid/12x12 Floor Tile Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-12 ][ 19B-06931 |
Texture/Description:  Solid/Plaster Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 8 % Fiber Glass: 0% Others: 0% Filler/Binder: 92%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215213 ][ 19B-06932 |
Texture/Description:  Solid/Plaster Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 12% Fiber Glass: 0% Others: 0% Filler/Binder: 88%

NVLAP LAB CODE: 200718-0

WV LICENSE #:L.T000612



RE: 215West Virginia Avenue, Dunbar, WV

CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-12  |[ 198-06933 |
Texture/Description:  Solid/Plaster Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 10% Fiber Glass: 0% Others: 0% Filler/Binder: 90%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2505 ][ 19B-06934 |
Texture/Description:  Solid/Plaster Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 16% Fiber Glass: 0% Others: 0% Filler/Binder: 84 %
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-16 ][ 19B-06935 |
Texture/Description:  Solid/Plaster Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 15% Fiber Glass: 0% Others: 0% Filler/Binder: 85%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 21507 |[ 19B-06936 | Exterior
Texture/Description:  Solid/Cement Siding Chrysotile:  20% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 80%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 215-18 [ 19B-06937 |
Texture/Description:  Solid/Window Glazing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolite: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 2509 ][ 19B-06938 |
Texture/Description:  Solid/Window Glazing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0% Actinolite: 0% Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 21520 [ 19B-06939 |
Texture/Description:  Solid/Window Glazing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolit: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 0% Others: 0% Filler/Binder: 100%
CLIENTID #: LABID #: LOCATION: COLOR:
[ 25-21 || 19B-06940 | Roof
Texture/Description:  Solid/Roofing Chrysotile: 0% Tremolite: 0%  Anthophyllite: 0%
TOTAL ASBESTOS: Amosite: 0%  Actinolit: 0%  Crocidolite: 0%
Cellulose: 0% Fiber Glass: 25% Others: 0% Filler/Binder: 75%

NVLAP LAB CODE: 200718-0

WV LICENSE #:L.T000612



RE: 215WestVirginia Avenue, Dunbarwv - -
Analytical Method: Polarized light microscopy using dispersion staining (EPA-600/M4-82-020). PLM should not be used to
demonstrate the absence of asbestos in floor tiles. All samples will be held for sixty (60) days unless otherwise requested. This
report relates only to items tested and makes no statement as to the contents of surrounding materials and apply to the sample as
received. Multi-layered material which have distinct and separable layers shall be reported separately. This report shall not be
reproduced, except in full, without written permission. The results of this report should not be used by the client to claim product

certification, approval, or endorsement by NVLAP, NIST, or any agency of the U.S. Government.

i
e

Analyzed by: /]
N/

{ A}
@s/ey Brown

NVLAP LAB CODE: 200718-0 WV LICENSE #:L.T000612
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LOCATION: 215 WV Avenue

Dunbar WV

PROJECT NUMBER: 19PC-0138

INVENTORY OF ASBESTOS CONTAINING MATERIAL TABLE

y ; - Type | Estimated Category
Material Location Material Description | HA. # i ; .
P ACM | Quantity* Friable /Non-Friable
Exterior Transite Siding 9 Misc. 1,075sf Il - Non-Friable
NOTES: EPA Categories:
ftgs = fittings RACM - Regulated Asbestos-Containing Materials (Friable)
If = linear feet Category | Nonfriable - resilient flooring, roofing products, gaskets, packings

sf = square feet
Surf = Surfacing

Category Il Nonfriable - all other nonfriable asbestos-containing materials

TSI = Thermal System Insulation

Misc = Miscellaneous

NAD = No Asbestos Detected
* = Quantities have been estimated for known or assumed ACM that was accessible during the site inspection.

Actual quantities may vary during demolition or renovation work that may expose additional materials.

+ = material assumed to contain asbestos
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